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H. H. HOLMES TESTING LABORATORIES, INC.
Report No. 1}

* 170 Shepard A.vonue * Wheeling, Ninois 60090 Area Code 312 . 541-4040
October 21, 1986

Lab No. CcH 2587
File No. 7135.0
Kumar Malhotra
3000 E. Beltline
Grand Rapids, Michigan 49505
Re: Johns Man#il]e
Waukegan, Illinois
REPORT OF TESTS
Subject e Analysis of Soil
M2t2§§a] : Top goi] - Clayey Silt with Traces of Sand ‘ x
Source - : Southeast Corner, 500 N - 500'y OF 28-AckE BeoRRow AREA
Method of Tests - ASTM D-422, G-51, D-2974, p-2487
Date Recejyed 10-13-86 B S
TEST DATA = =5
=25 A (5D
Moisture Content: 24.12 223 o =
2z T =
Partical Size Analysis g%i S G?’:J
« 22 & =
% Sand 3.0 - 2E
% Silt 60.0 § o lc for THFA 2
Z Clay 37.0 }
Organic Matter 8.9
pH of Soil 6.9

Respectful]y §pbmitted,

RIS ©r % /. ©
Richard E. Nélson r.
Pre;ident

Glenn 0. Schumacher
Chemist
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H. H. HOLMES TESTING LABORATORIES, INC.

Report No. 2

October 21, 1986

Kumar Malhotra
3000 E. Beltline

sinspection
esevaluation
efr8soarch

i

construction materials

* 170 Shepard Avenue Wheeling, lllinois 60090 + Area Code 312 « 541-4040

Lab No. CH 2587
File No. 7135.0

Grand Rapids, Michigan 49505

Subject
Material
Source . :
Method of Tests :
Date Received

~ Moisture Content:

Partical Size Analysi

Re: Johns Manville
Waukegan, I1linois

REPORT OF TESTS

Analysis of Soil

Brown & Gray Clayey Silt
Southeast Section - 500' N - 500°
ASTM D-4318, D-422, D-2487
10-13-86 ‘ o

-7 IS Aer
W - 1" Below Top OF&“‘“M;*

TEST DATA

26.2%

S

% Sand
% Silt
% Clay

Atterburg Limits

Liquid Limit
Plastic Limit
Plasticity Index

e

7 v~
2

/

1.
9.
0.

47.9
20.2
27.7

Respectfully submitted

Richard E.
President

elson’ Jr.

ONl 1t
Glenn 0. Schumacher
Chemist .
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H. H. HOLMES TESTING LABORATORIES, INC.

Report No. 3 * 170 Shepard Avenue - Wheeling, llinois 60090 + Area Code 312 « 541-4040
- Lab No. CH 2587

October 21, 1986 File No. 7135.0

Kumar Malhotra
3000 E. Beltline
Grand Rapids, Michigan 49505

Re: Johns ManVi]Ie
Waukegan, Illinois

REPORT OF TESTS

Subject : Analysis of Soil
Material : Top Soil - 12" Clayey Silt with Traces of Sand .
Source : Middle - Far West End oF 3§ Acre Berrow ARER

Method of Tests :  ASTM - D-422, D-2974, D-2487, G-51
Date Received - 10-13-86

TEST DATA
- Moisture Content: 15.9%
Partical Size Analysis
% Sand 3.0 ) -
% Silt 72.0 5 Dk - TR
% CIay ’ 25.0 Y,
Organic Matter 8.5
S : I -
pH of Soil 5.9 — Q)xlﬁjdvmk SV IN

Respectfully submitted,

O 5{)"4 M 0 Ll s

Richard E. Nelson'Jr. - Glenn 0. Schumacher
President Chemist )
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H. H. HOLMES TESTING LABORATORIES, INC.

Report No. § * 170 Shepard Avenue « Wheeling, llinois 60090 + Area Code 312 « 541-4040
qu No. CH 2587
October 21, 1986 , File No. 7135.0

Kumar Malhotra
3000 E. Beltline
Grand Rapids, Michigan 49505

Re: Johns Manville
Waukegan, I1linois

REPORT OF TESTS

Subject : Analysis of Soil
Material : Brown Silty Clay
Source : Middle -~ 200' E. oOF 35 Acae BorRow Aren .

Method of Tests :  ASTM D-4318, D-422, D-2487
Date Recejved - 10-13-86 ‘

TEST DATA
" Moisture Content: 22.5%
Partical Size Analysis
% Sand 3.0 ) :
% Silt 33.0 & S
Z Clay ' 64.0 =
Atterburg Lihits -
Liquid Limit: £ 37.0
Plastic Limt 17.3
~Plasticity Index 19.7

Respectfully submitted,

G0 £ 1]  Moofls -

Richard E. Ndlson Jr. Glenn 0. Schumacher
President Chemist =
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H. H. HOLMES TESTING LABORATORIES, INC.

Report No. 6

October 21, 1986

Kumar Malhotra

3000 E. Beltline

el Lo chacl, pH
Amoatlins S ’LCuv)ii ‘% "("‘u
«Inspection C

H H H sevaluation
s rtesaarch
construction materials

e 170 Shepard Avenue « Wheeling, lllinois 60090 « Area Code 312 « 541-4040
Lab No. CH 2587

File No. 7135.0

Grand Rapids, Michigan 49505

Subject
Source
Date Recejved
Specifications

Sieve Size

Sieve Analysis of Fine Sand
Johns Manville, Waukegan, I11inois (wer7w &o —ArrE Wﬂ

10-13-86 Parcer OF J—m Frob
ASTM C-33 for FA-8
TEST DATA

Percent Passing Specifications

‘#1-200'W-75'S #2-Middle 1/2 300' £ #3-Middle 1/2 150'E

No. 4

No. 8

No. 16
No. 30
No. 50
No. 100
No. 200

_Respectfully su

L0 O

bm

100.0

Richard E. N¢lson 'Jr.

President

ifted,

100.0 . .100.0

100.0 100.0 100

100.0 100.0

100.0 100.0

80.2 78.6 40- 80
6.4 5.8 0- 6,
0.1 0.3 0- 4

%//W
Glenn 0. Schumacher
Chemist



